
Remarks:

Document validated acc. EN10204 par. 5 EN13523-6 Adherence after drawing

EN13523-1 Thickness of coating (µ) EN13523-7 Bend resistance (T)

EN13523-2 Specular gloss

EN13523-3 Instrumental measure

EN13523-4 Pencil hardness

EN13523-11 Solvent resistence
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Quality Control
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Plant Of Ravenna

Delivery Nn 8930431700

Of 05/06/2024

Delivery note nr 1004027833

Customer

TETO EOOD
BYLGARSKA LEGIYA 36
1000 SOFIA BG

Consignee

TETO EOOD
BYLGARSKA LEGIYA 36
1000 SOFIA BG

C Si Mn P S Al Rm A 1 2 3 4 11 6 7

Identification Nr Quantity Heat (%) (%) (%) (%) (%) (%) [N/mm (%) (µm) (60') (Æ)

270 18

0.18 0.5 1.2 0.12 0.045 500

CPM CPM    0.50X1250.00 DX51D M43109 ROSSO 3011 PR. MP3 POLIESTERE Z 100  EN10169 1191735192/40 21.02.24 Date 21/02/2024

24RB058423 3.343 T/M .076 .018 .298 .013 .014 .046 383.6 27.0 24 30 .56 F 100 9 1.0

24RB058424 3.348 T/M

24RB058425 2.952 T/M

24RB059168 2.565 T/M
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